Intensity, arb. units

392

LU203
ceramics
—>||[«—Avg=6 cm!

= 121
L 98
Ar . 348
T 146 asat® 613

] ] ] ] ] ] ] ] ]
0 100 200 300 400 500 600 700 800

Raman shift, mm




